
                                                                      

Unmounted SAM data sheet SAM--A-4.0-0

 

GaAs chip area standard: 4.0 mm x 4.0 mm

optional: other dimensions on request 

Chip thickness standard: 450 µm 

optional: 150 µm 

Back side standard: as cut/etched

optional: polished 

Front side protection The SAM is protected with a dielectric front layer

SAM chips 4.0 mm x 4.0mm

www.batop.de

minomura
kokyo_m


